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SHAOXING BIGU TEXTILES CO., LTD 

THE SOUTH OF SHAOMA ROAD, PAOJIANG SHAOXING, ZHEJIANG, CHINA 

The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description: INHERENT FLAME RETARDANT POLYESTER VELVET FABRICS 

Supplier: SHAOXING BIGU TEXTILES CO., LTD 

Buyer: SPL EVENEMENT 

Manufacturer: SHAOXING BIGU TEXTILES CO., LTD 

Country of Origin: CHINA 

Country of Destination: CANADA 

Test Requested: 

Determine the flame resistance in accordance with Clause 4.3 Small-Flame and Clause 4.4 

Large-Flame test of CAN/ULC-S109-14 Flame Tests of Flame-Resistant Fabrics and Films 

Test Results: -- See attached sheet -- 

Conclusion: The test sample meets the requirements of CAN/ULC-S109-14 Small-Flame test. 

Test Period: 

Sample Receiving Date : NOV.05, 2014 

Test Performing Date : NOV.05, 2014 TO NOV.12, 2014 

Signed for and on behalf of 
SGS-CSTC Co., Ltd. Anji Branch 

Allen Zou 
Technical Manager 
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4. Fabrics or films intended for exposure to the weather shall be subjected to each of the procedures

described in Subsections 5.3, 5.4, and 5.5 prior to flame testing and shall comply with the requirements

of Clauses 3.1.1 and 3.1.2. Separate specimens shall be used for each procedure.

Photo Appendix: 

SGS authenticate the photo on original report only 

***End of Report*** 




