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SHAOXING BIGU TEXTILES CO.,LTD 
NO.94 QISHENG ROAD YUECHENG D SHAOXING 

 The following sample(s) was/were submitted and identified on behalf of the client as: 

 Sample Description : (A)Woven fabric (INHERENT FLAME RETARDANT POLYESTER WEAVING 
FABRIC) 

 SGS Internal Ref No. : AJFS1912013776OS 
 Composition : (A)100% POLYESTER
 Color : (A)WHITE
 Manufacturer : SHAOXING BEGOODTEX CO.,LTD

 Proposed Care Instruction : - 

 Sample Receiving Date : Dec 30,2019 
 Testing Period : Dec 30,2019 - Jan 02,2020 

 Test Result(s) : For further details, please refer to the following page(s). 

 Test Performed : Selected test(s) as requested by applicant 

 Signed for and on behalf of 
 SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd 

 Hattie Chen (Account Executive) 
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Test Result 

 Pilling Resistance 

(EN ISO 12945-1:2000;18000 Revolutions (5 Hours), testing in ICI Pilling Tester.) 

As Received 

- Unit 
 

(A) 
Pilling Rating - 4 
 

 Remarks: Pilling Rating 
5 No change 
4 Slight surface fuzzing and/or partially formed pills 
3 Moderate surface fuzzing and/or moderate pilling. Pills of varying size and density partially covering the 
specimen surface. 
2 Distinct surface fuzzing and/or distinct pilling. Pills of varying size and density covering a large proportion of the 
specimen surface. 
1 Dense surface fuzzing and/or severe pilling.Pills of varying size and density covering the whole of the specimen 
surface. 

Sample Photo 

***End of Report*** 


