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SHAOXING BIGU TEXTILES CO., LTD.
NO.92-4, QISHENG ROAD, MASHAN STREET, YUECHENG, SHAOXING, ZHEJIANG, CHINA

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A)Woven fabric (Flame-Retardant + Anti-Static + Acid-Alkali Resistant Fabric-

CVC8020(24*24))

Sample Color : (A)Blue
Composition : (A)CVC8020
Style No. : NA
Factory : SHAOXING BEGOODTEX CO., LTD

Proposed Care Instruction : -

Test Performed : Selected test(s) as requested by applicant 

Sample Receiving Date : Aug 07, 2025
Testing Period : Aug 08, 2025 - Aug 13, 2025
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).
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Sample Photo

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

***End of Report***




