QM BEGOOD TEX

TEST REPORT
UMMARY

This document contains selected pages
from the original laboratory report for
customer reference only.

| COMPLETE REPORT AVAILABLE

For the full test report or additionalcertification documents,
please contact BEGOODTEX.

CONTACT US
WEBSITE EMAIL | WHATSAPP ONLINE CHAT
www.begoodtex.com suliya.sun@begoodtex.com +86 15355543590 Available on our website

BEGOODTEX is a professional manufacturer specializing in

inherently flame retardant textiles since 2013. Providing certified,
reliable textile solutions for customers worldwide.
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CUSTOMER NAME: SHAOXING BIGU TEXTILES CO., LTD.
ADDRESS: ROOM201, FLOOR2, NO.92-4 QISHENG ROAD, MASHAN STREET,

YUECHENG DISTRICT, SHAOXING, ZHEJIANG, CHINA

Sample Name . Inherent flame retardant & anti-bacterial cubicle curtain fabric
Manufacturer : SHAOXING BEGOODTEX CO.,LTD.
Other Information . Composition: 100% POLYESTER

Color: Blue

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.
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.Date of Receipt : Jul 15, 2020
Testing Start Date : Jul 15, 2020
Testing End Date : Jul 30, 2020
Test result(s) : For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to
the sample(s) tested)

Signed for
SGS-CSTC Standards Technical
Service (Shanghai)Co., Ltd.

Jane Deng
Authorized signatory
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Test Photo:

This test method was carried out by SGS-CSTC Standards Technical Services Co., Ltd. Shunde
Branch.
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