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SHAOXING BIGU TEXTILES CO., LTD 

THE SOUTH OF HEHU ROAD, PAOJIANG, SHAOXING, ZHEJIANG 

The following sample(s) was/ were submitted and identified on behalf of the client as: 

Sample Name  

Product 

specification 

Manufacturer 

Test Required 

Date of Receipt 

Test Period 

Test result(s) 

INHERENTY FIRE RETARDANT 100% POLYESTER KNIT FABRIC 

BG-JBA-601 

SHAOXING BIGOOD TEXTILES 

Determine the flame resistance in accordance with test method 1 of NFPA 

701:2010 Standard Methods of Fire Tests for Flame Propagation of Textiles and 

Films 

Apr. 22,20.1 3 

Apr. 22,2013 to Apr. 27,2013 

For further details, please refer to the following page(s) 

******** To be continued******** 

Signed for SGS-CSTC Standards 
Technical Services (Shanghai) Co., Ltd 

1� 2炒
Ivy Zhu 
Authorized signatory 

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at� and,for electronic format documents.subject to Terms and Conditions for Electronic Documents at�/Terms-and-Conditions/Terms-e­
's drawn to the I imitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information 

e Company's findings at the time of its intervention only and within the limit� of Client's instructions, if any. The Company's sole responsibility is to 
does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot 
without prior written approval of the Company.Any unauthorized alteration, forgery or falsification of the content or appearance of this document is 
be prosecuted to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and 
for 30 days only. 

No.69, B|心1159, East Kang Qiao Road, Pudong District, Shanghai, China 201319 t (86-21) 61196300 
中目·上海·浦东康桥东路1159弄69号 邮编：201319 1(86-21)61196300 

HML 476896 
f (86-21) 68183122/68183920 www.sgsgroup.com.cn 
f (86-21) 68183122/68183920 e sgs.china@sgs.com 

Member of the SGS Group (SGS SA) 



｀

，

 

S-G

EOo
s
6s
@
天30
七
gl
o
z
3
=匐
Ee』o -c
nrL
5£8(SSL,gal·
 auo11da1a11e
 sn
 1ae1C03
0S司e1d
a
一e3_＿
二』03
1-xoda』
uol-30dsull
6ul-SO
Uo
A-
p--ua
七ne
ou-
工30qJ
OL .uo--ua_＿
v

Sample Photo: 

TEST REPORT 

Date: 

Page: 

 Apr. 28,2013 

4 of 4 

守正沁寸今
心
叩

, I 

帕0

The test was perfo「med by SGS internal laboratory 

******** End of report ********
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v No.69, Block 1159, East Kang也Road, Pudong District, Shanghai, China 201319 

l 中国·上海·浦东康桥东路1159弄69号 邮编201319

1(86-21)61196300 
I (86-21) 61196300 

SHM 
f (86-21) 68183122/68183920 
f (86-21) 68183122/68183920 

489071, 
www.sgsgroup.com.cn 
e sgs.china@sgs.com 

�Aomhor nf lhA勺r,� Grouo /SGS SA\ 




